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POLYETHERKETONEKETONE NONWOVEN
MATS

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application is a national stage application under 35
U.S.C. §371 of PCT/US2010/027764, filed Mar. 18, 2010,
which claims benefit to U.S. Provisional Application No.
61/161,979 filed on Mar. 20, 2009, and U.S. Provisional
Application No. 61/174,666 filed on May 1, 2009 all of
which are hereby incorporated by reference.

FIELD OF THE INVENTION

The invention relates generally to polymer chemistry.
More specifically, the invention relates to thermoplastic fiber
nonwoven mats useful for solvent, heat, and flame resis-
tance.

BACKGROUND OF THE INVENTION

Various publications, including patents, published appli-
cations, technical articles and scholarly articles are cited
throughout the specification. Each of these citations is
incorporated by reference herein, in its entirety.

Nonwoven materials are used in a variety of applications,
including fabrics, textiles, absorbent pads, bags, and the like.
Nonwovens can be prepared from natural or synthetic fibers
such as thermoplastic polymers.

Most durable and disposable nonwovens are made of
polypropylene, although other commodity plastics such as
polyethylene, polyethylene terephthalate and nylon-6 also
are used to make nonwovens. But, these traditional polymers
do not work well at elevated temperatures and in aggressive
environments. In many end use applications such as filters
for chemical processes and pollution control, a nonwoven
material may be exposed over a long period of time to
relatively harsh environmental conditions, such as high
temperatures, organic solvents, corrosive or reactive chemi-
cals, and/or acidic or basic substances. It would therefore be
desirable to develop high performance nonwovens that are
capable of withstanding such conditions without significant
deterioration in their performance or their structural integ-

rity.
SUMMARY OF THE INVENTION

The invention features nonwoven mats comprising
polyetherketoneketone fibers or mixtures thereof. The
polyetherketoneketone fibers can be monofilaments or mul-
tifilaments.

The polyetherketoneketone or mixture thereof preferably
has repeating units represented by Formula [ and Formula II:

-A-C(=0)—B—C(=0)— 1
-A-C(=0)-D-C(=0)— il

where A is a -Ph-O-Ph-group, Ph is a phenylene radical, B
is p-phenylene, and D is m-phenylene.

The polyetherketoneketone or mixture thereof used in the
mats preferably has a Formula I:Formula II ratio of from
about 50:50 to about 90:10. In some aspects, the ratio is
80:20. The polyetherketoneketone or mixture thereof used in
the mats can have a crystallinity, as measured by DSC, of
from about 10% to about 40%. In some aspects, the
polyetherketoneketone or mixture thereof is semi-crystal-
line.
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The polyetherketoneketone mats can be used in a variety
of applications. Accordingly, the invention also features
filters, clothing/textiles, blankets, and insulation comprising
at least one nonwoven mat comprising polyetherketoneke-
tone fibers or mixtures thereof such as those described and
exemplified herein.

The invention also features nonwoven mats comprising at
least one core layer comprising polyetherketoneketone
fibers or mixtures thereof and at least one shell layer
comprising polyetherketoneketone fibers or mixtures
thereof. Preferably, the shell layer polyetherketoneketone
fibers or mixtures thereof have a lower T:I ratio relative to
the core layer polyetherketoneketone fibers or mixtures
thereof. In some preferred embodiments, the core layer
polyetherketoneketone fibers or mixtures thereof have a T:1
ratio of at least about 60:40. In some preferred embodi-
ments, the core layer polyetherketoneketone fibers or mix-
tures thereof have a T:I ratio of about 80:20. In some
preferred embodiments, the shell layer polyetherketoneke-
tone fibers or mixtures thereof have a T:I ratio less than
about 60:40.

The invention also features nonwoven mats comprising at
least two sections. In some aspects, at least one section
comprises polyetherketoneketone fibers or mixtures thereof
that have a lower T:I ratio relative to the T:I ratio of
polyetherketoneketone fibers or mixtures thereof comprised
in another section. In some preferred embodiments, at least
one section comprises polyetherketoneketone fibers or mix-
tures thereof having a T:I ratio of at least about 60:40, and
at least one section comprises polyetherketoneketone fibers
or mixtures thereof having a T:I ratio of less than about
60:40.

The invention also features nonwoven mats comprising a
first layer comprising polyetherketoneketone fibers or mix-
tures thereof and a second layer comprising polyetherke-
toneketone fibers or mixtures thereof. Preferably, the second
layer polyetherketoneketone fibers or mixtures thereof have
a lower T¢I ratio relative to the first layer polyetherketoneke-
tone fibers or mixtures thereof. In some preferred embodi-
ments, the first layer polyetherketoneketone fibers or mix-
tures thereof have a T:I ratio at least about 60:40. In some
preferred embodiments, the first layer polyetherketoneke-
tone fibers or mixtures thereof have a T:I ratio of about
80:20. In some preferred embodiments, the second layer
polyetherketoneketone fibers or mixtures thereof have a T:1
ratio less than about 60:40.

Also featured are methods to manufacture filters, cloth-
ing/textiles, blankets, and insulation comprising at least one
nonwoven mat comprising polyetherketoneketone fibers or
mixtures thereof.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1: Represents a typical fiber spinning device, and
used to produce nonwoven mats

FIG. 2: Represents the orientation of fibers in a nonwoven
mat.

DETAILED DESCRIPTION OF THE
INVENTION

It is to be understood that this invention is not limited to
particular methods, reagents, compounds, or compositions
discussed as embodiments of the invention. It is also to be
understood that the terminology used herein is for the
purpose of describing particular aspects only, and is not
intended to be limiting.
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Various terms relating to the methods and other aspects of
the present invention are used throughout the specification
and claims. Such terms are to be given their ordinary
meaning in the art unless otherwise indicated. Other spe-
cifically defined terms are to be construed in a manner
consistent with the definition provided herein.

It has been discovered in accordance with the present
invention that polyetherketoneketone fibers have an advan-
tage over other thermoplastic polymers, among other things,
in terms of their capacity for crystallinity adjustment
through selection of the ratio of different repeating unit
isomers, which provides further advantages for adjusting the
cooling rate, the softening point, the kinetics of the crystal-
lization, and the degree of crystallinity of the polyetherke-
toneketone fibers. Additionally, polyetherketoneketone
fibers exhibit exceptionally good dimensional stability and
low creep at elevated temperatures, are highly resistant to
common organic solvents, and have little tendency to absorb
water. These advantages provide polyetherketoneketone
fibers with the capacity to be assembled into nonwoven
mats, which can be used in various applications where
protection from heat and/or one or more solvents is desir-
able. Accordingly, the invention features nonwoven mats
comprising polyetherketoneketone fibers or mixtures
thereof.

Polyetherketoneketones (PEKK) are known generally in
the art, and can be prepared using any suitable polymeriza-
tion technique, including the methods described in the
following patents: U.S. Pat. Nos. 3,065,205; 3,441,538;
3,442,857, 3,516,966; 4,704,448; 4,816,556; and 6,177,518.
Mixtures of polyetherketoneketones may be used.

The polyetherketoneketones suitable for use in the present
invention can comprise repeating units represented by the
following formulas I and II:

-A-C(=0)—B—C(=0)— 1

-A-C(=0)-D-C(=0)— il

where A is a -Ph-O-Ph-group, Ph is a phenylene radical, B
is p-phenylene, and D is m-phenylene. The Formula I:For-
mula II (T:I) isomer ratio in the polyetherketoneketone can
range from about 100:0 to about 0:100.

In some aspects, a mixture of polyetherketoneketones is
employed containing polyetherketoneketones having differ-
ent Formula I to Formula 11 ratios. For example, a polyether-
ketoneketone having a T:I ratio of 80:20 may be blended
with a polyetherketoneketone having a T:I ratio of 60:40,
with the relative proportions being selected to provide a
polyetherketoneketone mixture having the balance of prop-
erties desired for the mats prepared from these fibers.

Thus, polyetherketoneketones with various T:I ratios can
be used. Any suitable blend of these T:1 ratios can also be
used. Non-limiting examples of suitable T:I ratios include
about 90:10, about 85:15, about 80:20, about 75:25, about
70:30, about 65:35, about 60:40, about 55:45, about 50:50,
about 45:55, about 40:60, about 35:65, about 30:70, about
25:75, about 20:80, about 15:85, and about 10:90, or blends
thereof.

The T:I ratio can be adjusted so as to provide an amor-
phous (non-crystalline) polyetherketoneketone. Fibers made
from a polyetherketoneketone that has little or no crystal-
linity will generally be less stiff and less brittle than fibers
made from a more crystalline polyetherketoneketone. How-
ever, as crystallinity of the polyetherketoneketone is
increased, the fiber strength generally also increases. In
particular, fibers containing a partially crystalline polyether-
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ketoneketone are capable of being oriented during drawing
of the fibers post-extrusion so as to further strengthen the
fibers.

Higher amorphous content (which can be achieved by
blending or polymerization) generally yields higher ductil-
ity, while higher crystalline content yields higher strength at
elevated temperatures. Using a blend of polyetherketoneke-
tones of different crystallinities, rather than a combination of
polymers having different chemical compositions, yields a
higher integrity fiber which does not exhibit the incompat-
ibility and loss of performance issues that can often occur
when different polymers are combined.

In general, a polyetherketoneketone having a relatively
high Formula I:Formula II ratio will be more crystalline than
a polyetherketoneketone having a lower Formula I:Formula
11 ratio. The strength, stiffness/flexibility and other mechani-
cal, thermal, thermomechanical and other properties of the
fibers and mats of the present invention can be varied as
desired by controlling the crystallinity of the polyetherke-
toneketone or polyetherketoneketone mixture, thereby
avoiding the need to blend in other polymers or plasticizers,
which can lead to phase separation problems.

In some aspects, the crystallinity of the polyetherke-
toneketone or mixture of polyetherketoneketones, as mea-
sured by differential scanning calorimetry (DSC), and
assuming that the theoretical enthalpy of 100% crystalline
polyetherketoneketone is 130 J/g, is from about 0 to about
50%. In some preferred aspects, the polyetherketoneketone
crystallinity, as measured by DSC, is from about 10 to about
40%. In some aspects, the crystallinity is from about 30 to
about 35%.

Table 1 demonstrates the effect of varying the T:I ratio on
the various properties of two representative polyetherke-
toneketones.

TABLE 1
I.II Ratio =  I:II Ratio =
Property Test Method 60:40 80:20
Crystallinity DSC None* 30-35
Water Absorption @ ASTM D570 <0.2 <0.3
24 hr., %
Tensile Strength (Break), ASTM D638 13 16
Kpsi
Tensile Modulus, Mpsi ASTM D638 0.5 0.64
Elongation (Break), % ASTM D638 >80 12
Flexural Strength (Yield), = ASTM D570 20 28
Kpsi
Flexural Modulus, Mpsi ASTM D570 0.49 0.66
Izod, Notched, ft-1b/in ASTM D256 0.9 1.3
Compressive Strength, Kpsi ASTM D695 15 30
Coefficient of Friction ASTM D18%4 0.186 0.173
Coefficient of Friction, ASTM D189%4 0.285 0.262
Static
Melting Point, ° F. DSC 585 680
Tg, °F DSC 310 325
Melt Index, g/10 min 8.4 kg at 35-45 100-120
380° C.
Flammability Rating UL9%4 V-0 V-0
HDT @ 264 psi, ° F. ASTM D648 286 347

*technically, this polymer is semi-crystalline, but due to its very slow crystallization rate
it is regarded as amorphous in terms of conventional processing techniques.

As can be seen from Table 1, if a more ductile fiber is
desired (thereby enhancing the ability of the fiber and
nonwoven mat prepared therefrom to flex or bend without
cracking), or a less heat resistant mat is desired, the ratio of
Formula I to Formula II repeating units in the polyetherke-
toneketone should be decreased. If, on the other hand, it is
desired to increase the heat distortion resistance and/or
flexural strength of the fiber and a nonwoven mat prepared
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from such fiber, then the Formula I to Formula II ratio
should be selected to be a relatively high value. For example,
as shown in Table 1, the flexural strength increases from 20
to 28 kpsi, and the heat distortion temperature (HDT)
increases from 286 to 347 degrees F. when the Formula I to
Formula II ratio is increased from 60:40 to 80:20. Thus, for
enhanced thermal resistance, a higher Formula I to Formula
11 ratio is preferred.

Suitable polyetherketoneketones are available from com-
mercial sources, such as, for example, the polyetherke-
toneketone sold under the brand name OXPEKK® by
Oxford Performance Materials, Enfield, Conn., including
OXPEKK®-C and OXPEKK®-SP polyetherketoneketone.

In addition to PEKK, the fibers can comprise various
other suitable additives and components known in the ther-
moplastic fiber art such as fillers, pigments, processing aids,
stabilizers and the like.

In some aspects, the PEKK fibers can be various lengths
and/or diameters, or can be a uniform length and/or diam-
eter. The PEKK fibers can be at least about 0.1 mm in length,
although any size fiber can be used. PEKK fibers with longer
lengths are particularly preferred for preparing nonwoven
mats.

The diameter of the PEKK fibers is not limited, and may
be adjusted or varied as needed to suit particular end-use
applications. For example, the fiber may have a diameter of
from about 50 microns to about 2 mm, although fibers of
larger or smaller diameter, and fibers at any diameter within
this range can be used. Microfibers (i.e., fibers having
sub-denier thicknesses) can also be used in nonwoven mats
in accordance with the present invention.

The cross-sectional shape of the PEKK fibers can vary,
and can, for example, be round, oval, square, rectangular,
star-shaped, trilobal, or triangular, or any other shape. The
fiber can be solid or hollow. The fiber can be in the form of
a continuous filament such as a monofilament or in discrete,
elongated pieces, and two or more fibers can be spun into
multifilaments such as yarns, strings or ropes.

In preferred aspects, the PEKK fibers are assembled into
nonwoven mats. One notable advantage of using PEKK
fibers is that PEKK crystallizes at a slower rate relative to
other thermoplastic polymers. Thus, the slower crystallizing
PEKK allows more time to fuse together a nonwoven mat
before crystallization of the fibers. Nonwoven mats can be
prepared according to any suitable method known in the art.
For example, the mats can be prepared by spunbond tech-
nology, which methodologies would be expected to be
known by those of skill in the art.

Using spunbond technology, for example, extruded
PEKK fibers can be spun and cooled. The fibers can be
formed from PEKK extruded from spinnerets and then
air-cooled. The spun fibers can then be deposited, for
example, onto a belt or screen and bonded together. The
fibers may be randomly oriented on the belt, or may be
ordered in a desired orientation. Bonding can proceed by
heating, for example, by using rollers or needles to partially
melt the PEKK fibers, which fuse together as they cool. In
some aspects, the spun fibers can be deposited on a form or
mold and bonded together to form a pre-shaped mat.

The mats can also be prepared by meltblown technology,
which methodologies would be expected to be known by
those of skill in the art. In brief, molten PEKK fibers can be
extruded through a die of any desirable diameter and/or
shape, and then, high high-velocity hot air blows the molten
fibers from the die tip onto a belt, screen, form, or mold. The
partially melted fibers self-bond together into a mat as they
cool on the base. PEKK fibers having a higher concentration
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of Formula II isomers are advantageous for meltblown
preparation of mats because they facilitate and ensure good
fusion of the fibers into a mat on the belt, screen form, or
mold.

The mats can also be prepared by electrospinning tech-
nology. In electrospinning, PEKK fibers are produced by
high voltage, which generates a charged stream of molten
PEKK, which can then be deposited onto belt, screen, form,
or mold, and which will self-bond together into a mat as the
fibers cool.

The PEKK mats can be prepared using fibers having any
suitable T:1 ratio, including those described herein. In addi-
tion, the PEKK mats can be prepared in any density of fibers
suitable for the application to which the mats will be used.
In some aspects, the fibers are bonded at a density between
about 0.001 g/cm® and about 5 g/cm?, depending on the
application in which the mat is to be used, although mats
having greater or lower fiber densities, or any density within
this range can be used.

The mats can comprise more than one layer and/or more
than one section comprised of PEKK fibers having different
properties. For example, in some aspects, the mats can
comprise at least two PEKK layers, including a first layer
and a second layer. In some aspects, the mats can have a
core-shell configuration, for example, a core layer encapsu-
lated by or otherwise positioned between a shell layer on
each side of the core. In some aspects, the mats can have a
multiple section or component configuration. Each layer or
each section or component may comprise PEKK fibers
having a different T:I ratio relative to another layer, section,
or component.

In a first layer and second layer configuration, the first
layer can comprise PEKK fibers having a higher concentra-
tion of Formula I (high T:I ratio) relative to the second layer.
The second layer can have a higher concentration of For-
mula II (low T:I ratio) relative to the first layer. A higher
concentration of Formula I can enhance the strength and
rigidity of the first layer, and a higher concentration of
Formula II in the second layer can facilitate thermal bonding
of the mat to other mats, fabrics, materials, structures, and
the like.

In a core-shell configuration, one or more core layers can
comprise PEKK fibers having a higher concentration of
Formula I (high T:I ratio) relative to the shell layers in order
to increase the strength of the core. The shell layers can
comprise PEKK fibers having a higher concentration of
Formula II (low T:1I ratio) relative to the core layers in order
to facilitate thermal bonding of the mat to other mats,
fabrics, materials, structures, and the like. The core and/or
shell layers can each comprise more than one layer of PEKK
fibers.

In a multiple section or component configuration, a non-
woven mat or layer thereof can comprise at least two
sections or components, with each section or component
having a different T:I ratio relative to another section or
component. In one non-limiting example, a multiple section
configuration may include a perimeter section of the mat
having a higher concentration of Formula I (or Formula II)
relative to an interior section of the mat. In another non-
limiting example, the mats can comprise alternating sections
or patch-like sections, with each section having a higher
concentrations of Formula I or II relative to another section.
Thus, one or more sections or components of a non-woven
mat can be prepared with PEKK fibers having a higher
concentration of Formula II to enhance flexibility of such
sections or components of the mat or to facilitate thermal
bonding of the mat to other mats, fabrics, materials, or
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structures. In addition, one or more sections or components
of a non-woven mat can be prepared with PEKK fibers
having a higher concentration of Formula I to confer
strength and rigidity to such sections or components of the
mat. The mat can comprise any number and/or geometric or
spatial orientation of sections or components. The mats can
be used in any application where resistance to elevated
temperatures and/or solvents and/or chemicals (acids, bases,
reactive compounds) is desirable. In one preferred aspect,
the mats are assembled into a fitter for filtration or separation
of liquids, preferably heated liquids or solvents. Such filters
are also useful in the processing of hot gases. The filter can
comprise at least one PEKK nonwoven mat. In some
aspects, the filter can comprise at least two, at least three, at
least four, at least five, or more PEKK nonwoven mats. In
such filters, mats can be removably layered on top of each
other, or one or more, or all of the layers can be bonded
together.

In multi-layer filters, each layer can be comprised of a
PEKK mat having a different thickness and/or density of
PEKK fibers, including those described and exemplified
herein. Such filters can be used to control the rate at which
a liquid or gas passes through the filter and/or can be used
to separate or trap different sized particles present in the
liquid or gas. The filters can be prepared in any shape or size
suitable for the use to which the filter is intended. In addition
to at least one mat comprised of nonwoven PEKK fibers, the
filter may contain one or more additional layers comprised
of different materials, such as glass fibers, metal fibers or
carbon fibers.

A filter containing a nonwoven mat comprised of
polyetherketoneketone fibers in accordance with the present
invention may, if so desired, be constructed using a frame,
support or other component of the filter that is also com-
prised of PEKK. For example, the nonwoven mat may be
held within a molded PEKK frame, wherein the frame
allows the assembled filter to be readily handled (e.g., placed
in the desired position within an apparatus and then later
removed, replaced or cleaned).

In another preferred aspect, the PEKK mats are assembled
into protective textiles/clothing or a protective blanket. The
PEKK mats can be used as an inner or outer layer of the
protective clothing or blanket, or can comprise the article of
clothing or blanket. PEKK mat-containing clothing or blan-
kets can be used, for example, to protect property, persons
or animals against a fire or a chemical spill. Clothing would
include, without limitation, shirts, jackets, pants, socks,
gloves, masks, hats, shoes, boots, aprons, and the like.

In another preferred aspect, the PEKK mats are assembled
into or otherwise used as protective insulation. Thus, such
mats are useful as construction, engineering, and manufac-
turing materials. The insulation can comprise at least one
PEKK nonwoven mat. In some aspects, the insulation can
comprise at least two, at least three, at least four, at least five,
or more PEKK nonwoven mats. The insulation can comprise
any suitable size, thickness and/or density of PEKK non-
woven mats.

PEKK mat insulation can be used, for example, in the
walls, ceilings, and/or floors of buildings, and can be used in
vehicles, including automobiles, train cars, watercraft, air-
craft, and the like. In vehicles, the insulation mats could be
used in the walls, ceilings, floors, doors, bulkheads, seats,
and the like. PEKK mat insulation can also be used, for
example, in appliances, furnaces, and laboratory, medical, or
industrial equipment.

Mats of non-woven PEKK fibers may also be used in the
manufacture of composite materials wherein the mats are
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embedded within a thermoset or thermoplastic matrix or are
used as one or more layers within a laminate.

The present invention is not limited to the embodiments
described and exemplified above, but is capable of variation
and modification within the scope of the appended claims.

EXAMPLES
Example 1

A lightweight multilayer insulating blanket, of a type
appropriate for use in aircraft, may be fabricated as fol-
lows—An insulating insert for said blanket is prepared by
forming a non-woven blanket by meltblowing a felt com-
posed of OXPEKK-SP. The felt mat is expanded into a
foamed, but still non-woven felt mat, with good control
using a process like CO2 infusion and expansion (practiced
by MicroGreen of WA, US) to increase volume and insu-
lating ability through the use of dead space without adding
weight. This felt insert is trimmed to fit inside a film shell
(preferably of OXPEKK-C), which is heat sealed to contain
the felt insulator. The outer shell may optionally be alumi-
nized or otherwise treated to reject radiant heat to increase
efficacy and improve fire resistance. The blanket so made is
capable of replacing current blankets, which use glass fiber
wool, in aircraft applications where weight is at an extreme
premium.

Example 2

Production of a PEKK Non Woven Fibers

A low T/ ratio, amorphous grade, of Polyetherketoneke-
tone, PEKK (such as OXPEKK SP from Oxford Perfor-
mance materials) was dried overnight at 120° C. and then
extruded and formed into fibers using a standard fiber
spinning device as depicted in FIG. 1.

The extruder is operated at 20-60 RPM and heated to 315°
C. for the feed zone, 320° C. for the middle zone and 330°
C. for the final zone, gear pump and spinneret. The spinneret
can be designed to form one or preferably multiple fibers.
The fibers are directed to the forming wire using an air
stream with or without an attenuation zone. For highly
crystalline fibers such as PEEK and PEKK, the rate of
crystallization is very fast when compared to polymers
normally used to produce non-woven materials. Thus rather
than cooling the fibers with cool or tepid air, when forming
polarylate fibers the cooling rate is actually retarded by the
use of a hot air or nitrogen stream. The temperature of the
stream is adjusted so as to maintain the polymer in a soft
state until it lays out on the forming wire. Hot air can also
be used in the attenuation zone (as described in U.S. Pat.
Nos. 5,470,639 and 5,997,989) to orient and elongate the
polymer. The fibers are laid down on the forming wire so as
to produce a mat of random fibers as shown in FIG. 2. Hot
air can also be used to resoften the outer surface of the fibers
to allow them to bond together where the fibers touch.

By varying the T/I ratio the flexibility, toughness, crys-
tallization and final use temperature of the fibers can be
adjusted. When using PEKK with higher T/I ratios it will be
necessary to increase the temperatures in the various heating
zones by 30 to 50° C., but other wise the conditions and
process is very similar.

Example 3

Using a fiber spinning device similar to that depicted in
FIG. 1, but equipped with two extruders and two gear pumps
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that feed into the spinneret, a two layer fiber is produced in
a coextrusion system. Temperature and conditions are simi-
lar to those above. The flow rates, of the different polymers
are adjusted by the size of the extruders and the speed of the
screws to form the desired thickness layers. Typically the
higher T/I ratio polymer, which will also be stiffer, would be
at the center of the fiber, and the lower T/I ratio polymer,
which will soften at a lower temperature, will be placed at
the periphery of the fiber. In this case the primary extruder,
which is processing the high T/ ratio material for the center
of the fiber, would be operated at a slightly higher tempera-
ture (30-50° C.) than the secondary extruder, which is
processing the lower T/I ratio material.

Hot air is still used to maintain the fibers in a soft state as
they are laid onto the forming wire in a random pattern and
additional hot air can be used to soften the outer layers of the
two layer fiber while on the forming wire to bond the fibers
into a mat.

What is claimed:

1. A nonwoven mat consisting of first polyetherketoneke-
tone fibers or mixtures thereof, wherein said first polyether-
ketoneketone has repeating units of isomer T represented by
Formula I and a repeating unit of isomer I represented by
Formula II:

-A-C(=0)—B—C(=0)— 1
-A-C(=0)-D-C(=0)— il

where A is a -Ph-O-Ph- group, Ph is a phenylene radical, B
is p-phenylene, and D is m-phenylene, in a T:I isomer ratio
of from 50:50 to 90:10, and wherein said first polyetherke-
toneketone is semi-crystalline having a crystallinity of from
about 10% to about 40% as measured by DSC,

wherein said mixtures consist of said first polyetherke-

toneketone fibers and one or more second polyether
ketoneketone fibers having a different T:I isomer ratio
and/or different crystallinity from said first polyether-
ketoneketone fibers,

and optionally one or more additives selected from the

group consisting of pigments, processing aids, and
stabilizers.

2. The nonwoven mat of claim 1, wherein the fibers are
monofilaments.

3. The nonwoven mat of claim 1, wherein the fibers are
multifilaments.

4. The nonwoven mat of claim 1, wherein the polyether-
ketoneketone or mixture thereof has a crystallinity, as mea-
sured by DSC, of from about 30% to about 35%.

5. An article comprising at least one nonwoven mat
according to claim 1, wherein the article is selected from a
filter or blanket.

6. A textile comprising at least one nonwoven mat accord-
ing to claim 1.

7. The nonwoven mat of claim 1 comprising at least one
core layer consisting of said first polyetherketoneketone
fibers or mixtures thereof and at least one shell layer
consisting of said first polyetherketoneketone fibers or mix-
tures thereof, wherein the polyetherketoneketone or mixture
thereof present in the shell layer has a lower T:I isomer ratio
than the polyetherketoneketone or mixture thereof present in
the core layer.

8. The nonwoven mat of claim 7, wherein the core layer
polyetherketoneketone or mixture thereof has a T:I isomer
ratio of at least about 60:40.

9. The nonwoven mat of claim 7, wherein the core layer
polyetherketoneketone or mixture thereof has a T:I isomer
ratio of about 80:20.
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10. The nonwoven mat of claim 7, wherein the shell layer
polyetherketoneketone or mixture thereof has a T:1 ratio less
than about 60:40.

11. A nonwoven mat comprising at least two sections
consisting of polyetherketoneketone fibers or mixtures
thereof and optionally one or more additives selected from
the group consisting of pigments, processing aids, and
stabilizers, wherein the polyetherketoneketones or mixtures
thereof have repeating units represented by Formula I (iso-

mer T) and Formula II (isomer I):
-A-C(=0)—B—C(=0)— I
-A-C(=0)-D-C(=0)— I

where A is a -Ph-O-Ph- group, Ph is a phenylene radical,
B is p-phenylene, and D is m-phenylene, in a T:] isomer
ratio of from 50:50 to 90:10, and wherein said
polyetherketoneketone is semi-crystalline having a
crystallinity of from about 10% to about 40% as
measured by DSC; and

wherein at least one section of polyetherketoneketone

fibers or mixtures thereof has a lower T:I isomer ratio
relative to the polyetherketoneketone fibers or mixtures
thereof of another section.

12. The nonwoven mat of claim 11, wherein at least one
section of polyetherketoneketone fibers or mixtures thereof
has a T:I isomer ratio of at least about 60:40, and at least one
section of polyetherketoneketone fibers or mixtures thereof
has a T:I isomer ratio of less than about 60:40.

13. A nonwoven mat comprising a first layer consisting of
polyetherketoneketone fibers or mixtures thereof and
optionally one or more additives selected from the group
consisting of pigments, processing aids, and stabilizers and
a second layer consisting of polyetherketoneketone fibers or
mixtures thereof and optionally one or more additives
selected from the group consisting of pigments, processing
aids, and stabilizers, wherein the polyetherketoneketones or
mixtures thereof have repeating units represented by For-
mula I (isomer T) and Formula II (isomer I):

-A-C(=0)—B—C(=0)— 1

-A-C(=0)-D-C(=0)— il

where A is a -Ph-O-Ph- group, Ph is a phenylene radical,
B is p-phenylene, and D is m-phenylene, in a T:] isomer
ratio of from 50:50 to 90:10, and wherein said
polyetherketoneketone is semi-crystalline having a
crystallinity of from about 10 to about 40% as mea-
sured by DSC; and

wherein the second layer polyetherketoneketone fibers or

mixtures thereof have a lower T:I isomer ratio relative
to the first layer polyetherketoneketone fibers or mix-
tures thereof.

14. The nonwoven mat of claim 13, wherein the first layer
polyetherketoneketone fibers or mixtures thereof have a T:1
isomer ratio at least about 60:40.

15. The nonwoven mat of claim 13, wherein the first layer
polyetherketoneketone fibers or mixtures thereof have a T:1
isomer ratio of about 80:20.

16. The nonwoven mat of claim 13, wherein the second
layer polyetherketoneketone fibers or mixtures thereof have
a T:I isomer ratio less than about 60:40.

17. The nonwoven mat of claim 11, wherein the
polyetherketoneketone or mixture thereof has a crystallinity,
as measured by DSC, of from about 30% to about 35%.
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